
42

44

48

50

52

42 44 48 50 5246

46

13R

3R

5R

8R

23R

wt.% SiO2 (from channel samples)

wt
.%

 S
iO

2 (f
ro

m
 b

ill
ets

)

X

21R

18R at  31.01%

12R

2G

10R + 11R

19R

core number
(Hole J)
core with single
billet analysis

average of
billet analyses

one of several
billet analyses

19R 

7G

+ 1 wt.%


